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Description

[0001] This application is based on U.S. provisional applications 60/037323, filed 2/7/97, 60/046812, filed 5/2/97,

and 60/067782, filed 12/10/97,

5

FIELD OF THE INVENTION

[0002] The present invention relates to propylene polymers incorporating macromers and a method for the prepa>

ration of branched polypropylene utilizing chiral, stereorigid transition metal catalyst compounds.
10

BACKGROUND OF THE INVENTION

[0003] Polypropylene and related polymers are known to have low melt strength. This is a significant deficiency in

Icey application areas such as therm ofonning, blow molding, and fiber spinning. Polyethylene on the other hand is used
15 extensively in blown film applications requiring good melt strength. The limitations in the melt strength of polypropylenes

show up as excess sag in sheet extrusion, rapid thinning of walls in parts thermoformed in the melt phase, low draw-

down ratios in extrusion coating, poor bubble fonnation in extrusion foam materials, and relative weakness in large-

part blow molding. Thus, it would be highly desirable to produce polypropylene and related polymers having enhanced
melt strength as well as commercially valuable processabtlity.

^ [0004] Increasing the melt strength of polymers such as polypropylene has been an industrial goal for well over ten

years, however, success has been limited. The desirable properties that have made low density polyethylene com-
mercially successful are attributed in large part to high melt strength and excellent processability. Both of these prop-

erties are attributed to the presence of long chain branching which is thought to occur under high pressure polymeri-

zation conditions.

25 [0005] There has been some success in increasing the melt strength of polypropylene. For example, EP 1 90 889
A2 discloses high energy Irradiation of polypropylene to create what Is believed to be polypropylene having substantial

free-end long branches of propylene units. EP 384 431 discloses the use of peroxide decomposition of polypropylene

in the substantial absence of oxygen to obtain a similar product.

[0006] Other attempts to improve the melt properties of polypropylene include US Patent 5 ,541 ,236, which introduces

30 long chain branching by bridging two PP backbones to form H-type polymers, and US Patent 5,514,761, which uses
dienes incorporated in the backbones to achieve a similar effect. However, It is difficult to avoid cross-linking and gel

fonnation in such processes.

[0007] Thus, there is still a need for propylene polymers having improved melt strength and good processability.

35 SUMMARY OF THE INVENTION

[0008] The present invention meets that need by providing a polyolefin product which comprises a branched olefin

copolymer having a crystalline polypropylene backbone, polyethene branches and, optionally, one or more comono-
mers present in said backbone, said branches, or both said backbone and said branches, wherein the total comonomer

<o content of said branched olefin copolymer is from 0 to 20 mole percent, and further, wherein the mass ratio of said

crystalline polypropylene to said polyethylene ranges from 99.9:0.1 to 50:50. Additionally, a process is provided for

preparing a branched olefin copolymer comprising:

a) copolymerizing ethylene, optionally with one or more copolymerizable monomers, in a polymerization reaction

45 under conditions sufficient to form copolymer having greater than 40% chain end-group unsaturation;

b) copolymerizing the product of a) with propylene and, optionally, one or more copolymerizable monomers. In a

polymerization reactor under suitable polypropylene polymerization conditions using a chiral, stereorigid transition

metal catalyst capable of producing crystalline polypropylene; and
c) recovering a branched olefin copolymer

50

BRIEF DESCRIPTION OF THE DRAWINGS

[0009]

55 Figure 1 is a graphk: Illustration of the GPC-FTIR data for the polymer produced In Example 4.

Figure 2 is a graphic illustration of the complex viscosity vs. shear rate curve for the polymer products produced
in Example 5 and Comparative Example 7
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DETAILED DESCRIPTION OF THE INVENTION

[0010] The polyolefin compositions of this Invention are comprised of branched polymers wherein the polymer back-

bone is derived from propylene and the polymer branches are derived from polyethylene. The branches and backbone
5 are polymerized under coordination or insertion conditions with activated transition metal organometallic catalyst com-

pounds. The branches are composed of polyethylenewhich may exhibit crystalline, semi-crystalline or glassy properties

suitable for hard phase domains in accordance with the art understood meaning of those terms, and are attached to

a polymeric backbone that Is also crystalline. The backbone is composed of stereospecific polypropylene and, option-

ally, one or more comonomers. In addition, the backbone has a melt point of 80''C or higher. Preferably, the backbone
10 is isotactic polypropylene. These compositions are useful as thermofonning resins and exhibit improved processabillty

over current polypropylene compositions.

[001 1] In the branched olefin copolymer of the present invention, the mass ratio of the isotactic polypropylene to the

polyethylene ranges from 99.9:0.1 to 50:50. Preferably, the mass ratio of the isotactic polypropylene to the polyethylene

ranges from 95:5 to 50:50.

IS [0012] As used herein, "isotactic polypropylene" is defined as having at least 70% isotactic pentads according to

analysis by ''^C-NMR. "Highly isotactic polypropylene" is defined as having at least 90% Isotactb pentads according

to analysis by "•^c-NIVIR. "Syndiotactic polypropylene" is defined as polypropylene having at least 70% syndiotactic

pentads according to analysis by ''^C-NMR. Preferably, the backbone of the present invention Is highly isolactic poly-

propylene.

20

The Macromer SIdechalns

[0013] The branches of the polymer (also referred to as "sidechalns") are comprised ethylene and, optionally, one
or more comonomers. Preferably, the comonomers are chemical units capable of fonning crystalline or glassy polymeric

25 segments under conditions of insertion polymerization. Suitable comonomers include C3-C20 a-olefins, gemlnalty dis-

ubstituted monomers, C5-C25 cyclic olefins, C5-C25 styrenic olefins and lower carbon number (C3-C8) alkyi -substituted

analogs of the cyclic and styrenic olefins. Thus, typically, the branches can comprise from 85-1 00 mol% ethylene, and
from 0-15 mol% comonomer, preferably 90 -99 mol% ethylene and 1-10 mol% comonomer, most preferably 94 -98

mol% ethylene and 2-6 mol% comonomer. In particular, as the sidechain Mn increases above about 3,000, it Is pref-

30 erable to introduce small amounts of comonomer to minimize embrittlement, e.g., about 0.2 - 4.0 mol.% comonomer.
The selection of comonomer can be based upon properties other than crystalllnity disrupting capability, for instance,

a longer olefin comonomer, such as 1 -octene, may be preferred over a shorter olefin such as 1-butene for improved
polyethylene film tear. For improved polyethylene film elasticity or barrier properties, a cyclk: comonomer such as
norbomene or alkyl-substituted norbornene may be preferred over an a-olefin.

35 [0014] The sidechains can have narrow or broad molecular weight distribution (Mw/Mn), for example, from 1 .1 to

30, typically 2-8. Additionally, the sidechalns can have different comonomer compositions, e.g.
,
including the orthogonal

compositional distributions described in U.S. patent 5,382,630 (CDBI >50%), incorporated by reference for purposes
of U. S. patent practice. Optionally, mixtures of sidechains with different molecular weights and/or compositions may
be used.

40 [0015] The Mn of the sidechains are within the range of from greater than or equal to 500 and less than or equal to

45,000. Preferably the Mn of the sidechalns Is from 1500 to 30,000, and more preferably the M^ Is from 1500 to 25,000.

A preferred branched olefinic copolymer within this class will have a melt enthalpy (AH„) as measured by differential

scanning calorimetry of 90 cal/g (measured by integrating heat flows recorded at temperatures > 80 *'C while scanning

at>5°C/min).
45 [0016] Conditions sufficient to form the sidechain copolymer Include using suitable ethylene andcomonomer reactant

ratios to assure the described sidechain olefin-derived unit constitution, plus catalyst and process conditions conducive

to fomiing the unsaturated chain ends. The teachings of copending provisional application U.S. Ser. No. 60/037323
filed 02/07/97 are specific to suitable catalyst selection and use to prepare macromeric copolymer chains with a high

yield of vinyl unsaturation. The metallocene catalyst used in the step a) preparation of the unsaturatlon-containing
so macromer can be essentially any catalyst capable of insertion polymerization of ethylene, it can be one capable of h igh

comonomer incorporation capability (see below) or of low comonomer incorporation capability. Those of low incorpo-

ration capability are typically those that are more congested at the metal coordination site, thus unbridged and substi-

tuted unbridged metallocene catalysts are particutariy suitable. See also the teachings of U.S. Patent 5,498,809 and
intemational publications WO 94/19436 and WO 94/13715. describing means of preparing vinytidene-terminated eth-

55 yiene-1 ^^ute^e copolymers in high yields. See also, the teachings of copending application U.S. Ser. No. 08/651 ,030,

filed 21 May 1996, as to the preparation of ethytene-isobutylene copolymers having high levels of vinylidene chain-

end unsaturation. Throughout the description above, and below, the phrase "chain-end" or "tenninal" when referring

to unsaturation means olefin unsaturation suitable for insertion polymerization whether or not located precisely at the

3
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terminus of a chain. All documents of this paragraph are incorporated by reference for purposes of U.S, patent practice.

[0017] In a particular embodiment, polymeric unsaturation-containing macromer product suitable as branches for a

subsequent copolymerization reaction can be prepared under solution polymerization conditions with preferred molar

ratios of aluminum In the alkyi alumoxane activator, e.g., methyl alumoxane (MAO), to transition metal. Preferably that

s level is ^ 20 and = 175; more preferably ^ 20 and = 140; and. most preferably > 20 and = 100. The temperature,

pressure and time of reaction depend upon the selected process but are generally within the nornial ranges for a

solution process. Thus temperatures can range from 20^C to 200°C, preferably from SO^C to 1 50°C, more preferably

from 50*^0 to MO^'C, and most preferably between SS^'C and 135°C. The pressures of the reaction generally can vary

from atmospheric to 345 MPa, preferably to 182 MPa. For typical solution reactions, temperatures will typicaliy range
10 from ambient to 260°C with pressures from ambient to 3.45 MPa. The reactions can be run batchwise. Conditions for

suitable slurry-type reactions are similar to solution conditions except reaction temperatures are limited to those below

the melt temperature of the polynrier. In an additional, alternative reaction configuration, a supercritical fluid medium
can be used with temperatures up to 250*'C and pressures up to 345 MPa. Under high temperature and pressure

reaction conditions, macromer product of lower molecular weight ranges are typically produced, e.g., about 1 ,500.

IS [0018] Suitable catalyst compounds that when activated can achieve high chain-end unsaturations specifically in-

clude those identified above with respect to the preparation of high vinyl or vinylidene-containing macromers. Catalyst

compounds which are suitable for preparing the branched olefin copolymer of the present invention are discussed In

more detailed below.

[0019] The polyethylene macromers can have narrow or broad molecular weight distribution (Mw/Mn), for example,
^ from 1 .5 to 5, typically 1 .7 to 3. Optionally, mixtures of sidechains with different molecular weights may be used.

[0020] Preferably, the macromers of the present invention are made using solution-phase conditions. Preferred sol-

vents for solution phase reactions are selected on the basis of polymer solubility, volatility and safety/health consider-

ations. Nonpolar allcanes or aromatics are preferred.

25 The Polyolefin Backbone

[0021] The polyolefin backbone of the present invention is composed of propylene monomers and, optionally, one
ormorecomonomers. In one embodiment of the present invention, no comonomers are present in the polyolefin back-

bone, resulting in a polymer having an isotactic polypropylene backbone and polyethylene sidechains.

30 [0022] In another embodiment of the present invention, one or more comonomers are present in the backbone.

Comonomers which are useful in the present invention include ethylene, C4-C20 a-olefins, and lower carbon number

(Ca-Cg) alkyI substituted analogs of the cyclic and styrente olefins. Other copolymerizable monomers include geminally

disubstituted olefins such as isobutylene, C5-C25 cyclic olefins such as cyclopentene, norbornene and alkyl-substituted

norbomenes, and styrenic monomers such as styrene and alkyI substituted styrenes. Comonomers are selected for

35 use based on the desired properties of the polymer product and the metallocene employed will be selected for Its ability

to incorporate the desired amount of olefins.

[0023] When comonomers are used, they preferably comprise from 3 to 20 mole percent of the branched olefin

copolymer. More preferably, the comonomers comprise from 5 to 17 mole percent of the branched olefin copolymer.

[0024] In another embodiment of the present invention, the backbone of the present invention contains syndiotactic

40 polypropylene and, optionally, one or more comonomers. Essentially ail of the backbone can be syndiotactic, resulting

in a polymer having a syndiotactic polypropylene backbone and polyethylene sidechains. Alternatively, the backbone
can be a combination of syndiotactic and isotactic polypropylene with, optionally, one or more comonomers.

[0025] The mass of the backbone will typicaliy comprise at least 40 wt% of the total polymer mass, that of the back-

bone and the sidechains together, so the backbone typically will have a nominal weight-average molecular weight (M^)
45 weight of at least equal to or greater than about 60,000. The term nominal is used to indicate that direct measurement

of of the backbone is largely impossible but that characterization of the copolymer product wilt exhibit measurements
of that correlate to a close approximate weight of the polymeric backbone inclusive only of the monoolefin mer
derivatives and the insertion moieties of the sidebranches when the macromer consists of less than 50% of the total

polymer mass.
50

Catalysts

[0026] Catalysts which are useful for producing the branched polyolefin of the present invention include ali catalysts

which are capable of producing isotactic polypropylene and incorporating significant quantities of the isotactic polyeth-

S5 yiene macromers of the present invention. Preferably, metallocene catalysts are used.

[0027] As used herein "metallocene" refers generally to compounds represented by the fonnula Cp^^M R^Xq wherein

Cp is a cyclopentadienyl ring which may be substituted, or derivative thereof which may be substituted, M is a Group

4, 5, or 6 transition metal, for example titanium, zirconium, hafnium, vanadium, niobium, tantalum, chromium, molyb-

4
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denum and tungsten, R is a hydrocarbyl group or hydrocarboxy group having from one to 20 carbon atoms, X Is a

halogen, and m=1-3, n=0-3, q=0-3, and the sum of m+n+q Is equal to the oxidation state of the transition metal.

[0028] Methods for making and using metallocenes are well known in the art. For example, metallocenes are detailed

in United States Patent Nos. 4,530,91 4; 4,542, 1 99; 4,769,91 0; 4,808,561 ;
4,871 ,705; 4,933.403; 4,937,299; 5,01 7,71 4;

5 5.057,475; 5,120,867; 5,278,119; 5.304,614; 5.324.800; 5.350,723; 5.391 .790; and 5.635,573 each fully Incorporated

herein by reference.

[0029] Preferred metallocenes are those that are stereorigid and comprise a Group 4, 5, or 6 transition metal, bis-

cyclopentadienyl derivative, preferably bis-indenyl metallocene components having the following general structure:

15

20

25

30

wherein is a metal of Group 4, 5, or 6 of the Periodic Table, for example titanium, zirconium, hafnium, vanadium,
niobium, tantalum, chromium, molybdenum and tungsten, preferably, zirconium, hafnium and titanium, most preferably

zirconium and hafnium;

[0030] R"* and R^ are identical or different, are one of a hydrogen atom, a C^-C^q alky! group, preferably a C^-Cj
35 alkyi group, a C^-C^q alkoxy group, preferably a C^-Cg alkoxy group, a Cg-C^o ^^V' g''OLip, preferably a Cg-Cg aryl group,

a Cg-C^o aiyloxy group, preferably a Cg-Cg aryloxy group, a Cg-C^o a'kenyl group, preferably a C2-C4 alkenyl group,

a C7-C40 arylalkyi group, preferably a C7-C10 arylalkyi group, a C7-C40 alkylaryl group, preferably a C7-C12 alkylaryl

group, a Cg-C4o arylalkenyl group, preferably a Cg-C^2 arylalkenyl group, or a halogen atom, preferably chlorine;

R3 and R'* are hydrogen atoms;

40 r5 and R® are identical or different, preferably identical, are one of a hydrogen atom, halogen atom, preferably

a fluorine, chlorine or bromine atom, a C^-C^q alkyI group, preferably a C1-C4 alkyI group, which may be halogenated,

a Cg-C^o ^ly' group, which may be halogenated, preferably a Cg-Cg aryl group, a C2'C^q alkenyl group, preferably a

C2-C4 alkenyl group, a C7-C40 -arylalkyi group, preferably a Cj-O^q arylalkyi group, a C7-C40 alkylaryl group, preferably

a C7-C12 alkylaryl group, a C8-C40 arylalkenyl group, preferably a Cg-Cig arylalkenyl group, a -NRg^^, -SR^s -ORis,

45 -OSiRs'is or -PR2^^ radical, wherein R''^ is one of a halogen atom, preferably a chlorine atom, a C1-C10 alkyI group,

preferably a CyO^ alkyI group, or a Cg-C^o aryl group, preferably a Cg-Cg aryl group;

R7 is

R11

m2 (CR2I3) '

Rl1

R12

R11 R11

m2 , m2 m2

R12 Rl2

5
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10

=BR11,=AIR1\ -Ge-, -Sn-,

wherein:

-0-, -S-. = SO, =S02, =NRii, =CO, PR11, or=P(0)Rii;

IS

20

R"'"', Ri2 and R^^ are identical or different and are a hydrogen atom, a halogen atom, a C^-Cgo alkyi group, preferably

a C-|-C^Q alkyi group, a C^-Cgo fluoroalkyi group, preferably a C^-C^o fiuoroalkyi group, a C6-C30 aryl group, pref-

erably a Cg-Cgo aryl group, a Cg-Cao fluoroaryl group, preferably a C6-C20 fluoroaryl group, a C1-C20 alkoxy group,

preferably a C^-Ciq alkoxy group, a C2-C20 alkenyl group, preferably a C2-C^q alkenyl group, a C7-C40 arylalkyi

group, preferably a C7-C20 arylalkyi group, a C^-C^ arylalkenyl group, preferably a C8-C22 arylalkenyl group, a
C7-C40 alkylaryl group, preferably a C7-C20 alkylaryl group or R^"" and or R^^ and R^^ together with the atoms
binding them, can form ring systems;

Is silicon, gemnanium or tin, preferably sHIcon or gemianium, most preferably silicon;

RB and R9 are identicai or different and have the meanings stated for Rii;

m and n are identical or different and are zero, 1 or 2, preferably zero or 1 , m plus n being zero, 1 or 2. preferably

zero or 1 ; and

the radicals R^° are identical or different and have the meanings stated for R'""', R''^ and R''^. Two adjacent R"'°

radicals can be joined together to form a ring system, preferably a ring system containing from about 4-6 carbon
atoms.

Alkyi refers to straight or branched chain substituents. Halogen (haiogenated) is fluorine, chlorine, bromine or

iodine atoms, preferably fluorine or chlorine.

[0031] Particularly preferred metallocenes are compounds of the structures:

40

50

R8r9C

R11R12C

(R10)4

(A)

(Rl0)4

(Rl0)4

(B)

wherein:

55

is Zr or Hf, R^ and R^ are methyl or chlorine, and R^ R6 r8^ rS.rio^ rii and R"'^ have the above-mentioned
meanings.

6



EP 0 958 314 B1

15

30

35

40

[0032] The chiral metallocenes may be used as a racemate for the preparation of highly Isotactic polypropylene

polymers and copolymers. It is also possible to use the pure R or S form. An optically active polymer can be prepared

with these pure stereoisomeric forms. Preferably the meso form of the metallocene Is removed to ensure the center

(i.e., the metal atom) provides stereoregular polymerization. Separation of the stereoisomers can be accomplished by
known literature techniques. For special products it is also possible to use rac/meso mixtures.

[0033] Generally, the metallocenes are prepared by a mutti-step process involving repeated deprotonations/metal-

latlons of the aromatic ligands and introduction of the bridge and the central atom by their halogen derivatives. The
following reaction scheme illustrates this generic approach:

H2RC + ButyILi -> HRCLi

X-(CR8r9),„-r7^CR8r9)„.X

H2R** + ButylLi ) HR^Li

HRC^CR8R9)„.R7.(CR8R9)^.RdH

LiRC-(CR*R^m-R*'-(CR8R^n-R'*Li

(R8R9c)m RC

Mlr7
,CI

CI

r1u

(R8R9C)n R«l

(R8R9c)m RC

I i

r7

{R8R9C)n -

2 Butyl Li

>

M>a4

>

(R8R9c)n, pc

I
i ^R1

r7 M"!^

I I

(rSrSOd R<*

R2Li r2

i
^r2

Rd

X = CI, Br. lorO-tosyl;

50

H2RC

H2Rd

[0034] Additional methods for preparing metallocenes of the present invention are fully described In the Journal of

Organometallic Chem., volume 288, (1958), pages 63-67, and in EP-A- 320762, for preparation of the metallocenes

described, both of which are herein fully incorporated by reference.

[0035] Illustrative but non-limiting examples of some preferred metallocenes include: Dimethylsilandlylbis (2-methyl-

4-phenyl-1 -indenyl)ZrCl2 Dimethylsilandiylbis(2-methyl-4,5-benzoindenyl)ZrCl2; Dimethylsilandiylbis(2-methyl-4,6-di-

isopropylindenyOZrClg; Dlmethylsilandiylbis(2-ethyl-4-phenyl-1-lndenyl)ZrCl2; Dimethylsilandiylbis(2'ethyl-4-naph-

7
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thyl-1 -indenyOZrClg, Phenyl(Methyl)sllandiylbis(2-methyl-4-phenyl-1 -indenyOZrClg, Dlmethylsllandiylbis(2-methyl-

4-(1 -naphthyl)-1 -indenyl)ZrCl2, Dimethylsilandlylbls(2-methyl-4-(2-naphthyl)-1 -indenyOZrClg, DImethylsilandlylbIs

(2-methyl-indenyl)ZrCl2, Dinnethylsilandiylbis(2-methyl-4,5-diisopropyl-1 -indenyl)ZrCl2, Dlmethylsllandfylbls(2,4,6-tri-

methyl-1 -indenyOZrClg, Phenyl(Methyl)silandiylbis(2-methyl-4,6-diisopropyl-1 -indenyOZrClg, 1 ,2-Ethandiylbis(2-me-

thyl-4,6-dllsopropyl-1 -indenyl)ZrCl2, 1 ,2-Butandiylbis(2-methyl-4,6-diisopropyl-1 -indenyOZrClg, Dimethylsilandlylbis

(2-methyl-4-ethyl-1 -lndenyl)ZrCl2. Dimethylsllandiylbjs(2-m0thyl-4-isopropyl-1 -indenyl)ZrCl2, Dimethylsllandiylbis

(2-methyl-4-t-butyl-1 -indenyl)ZrCl2, Phenyl(Methyi)silandfylbjs(2-methyl-4-isopropyl-1 -indenyl)ZrC!2, Dimethylsllandi-

ylbis(2-ethyl-4-methyl-1 -indenyl)ZrCl2, Dimethylsilandiylbis(2,4-dlmethyl-1 -indenyOZrClg, Dimethylsllandiylbis(2-me-

thyl-4-ethyl-1-indenyl)ZrCl2, Dimethylsilandiylbls(2-methyl-a-acenaphth-1-indenyl)ZrCl2, Phenyl(Methyl)silandjylbis

(2-methyl-4,5-benzo-1 -indenyOZrClg, Phenyl(Methyl)silandiyIbis(2-methyl-4,5-(nnethyIbenzo)-1 -lndenyl)ZrCl2. Phenyl

(Methyl)silandiylbis(2-methyl-4,5-(tetramethylbenzo)-1-lndenyl)ZrCl2, Phenyl(Methyl)sjlandiyIbis (2-methyl-a-

acenaphth-l-jndenyOZrClg, 1 ,2-Ethandiylbls(2-methyl-4,5-benzo-1-indenyl)ZrCl2, ,2-Butandiylbls(2-methyl-4,5-ben-

zo-1 -indenyl)ZrCl2, Dimethylsilandiylbis(2-nnethyl-4,5-benzo-1 -indenyl)ZrCl2, 1 ,2-Ethandiylbis(2,4,7-trimethyl-1 -inde-

nyOZrClg, Dimethylsflandlylbls(2-methyl-1-indenyl)ZrCl2, 1 ,2-Ethandiy!bis(2-methyl-1-indenyl)ZrCl2, Phenyl(Methyl)si-

landiylbis(2-methyl-1 -IndenyOZrClg, Diphenylsllandiylbls(2-nnethyl-1 -indenyl)ZrCl2, ,2-Butandiylbis(2-methyI-1 -inde-

nyl)ZrCl2, DImethylsilandiylbis(2-ethyl- 1 -indenyOZrClg, Dlnnethylsilandiylbis(2Hnethyl-5-lsobutyl-1 -IndenyOZrClg, Phe-

nyl(Methyl)silandiylbls(2-methyl-5-isobutyl-1-lndenyl)2rCl2, Dimethyls!landiylbis(2-methyl-5-t-butyl-1-indenyl)ZrCl2.

Dimethylsilandiylbl8(2,5,6-trimethyl-1-indenyl)ZrCl2, 'il^^-

[0036] Sonne preferred metallocene catalyst components are described In detail in U.S. Patent Nos. 5,149,819,

5,243,001 , 5,239,022, 5,296,434 and 5,276,208 all of which are herein fully incorporated by reference. In addition, the

bis-amido and brs-arylamldo transition metal catalysts of U.S. patent 5,318,935 and copending U.S. patent application

08/ 803,687, filed 2/24/97, and the a-diimine nickel catalyst complexes ofWO 96/2301 0 can be useful In incorporating

the macromers of the present invention Into the backbone.

[0037] Most preferably, the catalyst used to produce the branched polyolefin of the present invention is a dlmethylsilyl-

bridged bis-indenyl zirconocene or hafnocene such as dimethylsilyl bis(2-methyl-indenyl) ZrCl2, dimethylsilyl bis{2-me-

thyl-4-phenyI-1-indenyl) ZrCl2, dimethylsilyl bis(2-methyl-4-(1-naphthyl)-1-lndenyl) 2rCl2, or dimethylsilyl bis{indenyl)

hafnium dimethyl.

[0038] Preferably, the catalysts used to produce the syndiotactic polypropylene backbone of the present invention

are those disclosed in U.S. Patents 4,892,851 , 5,155,080, and 5,132,381 , the disclosures of which are hereby incor-

porated by reference.

[0039] The temis "cocatalyst" and "activator^ are used herein Interchangeably and are defined to be any compound
or component which can activate a bulky ligand transition metal compound or a metallocene, as defined above. Alu-

moxane may be used as an activator. There are a variety of methods for preparing alumoxane, non-limiting examples
of which are described in U.S. Patent No. 4,666,208, 4,952,640, 5,091,352, 5,206,199. 5,204,419, 4,874,734,

4,924,018, 4,908,463, 4.968,827, 5,308,815, 5,329,032, 5,248,801 , 5,235,081 , 5,157,137, 5,103,031 and EP-A-0 561

476, EP-B1-0 279 586, EP-A-0 594-218 and WO 94/10180, each of which is fully incorporated herein by reference. It

may be preferable to use a visually clear methylalumoxane. A cloudy or gelled alumoxane can be filtered to produce
a clear solution or clear alumoxane can be decanted from the cloudy solution.

[0040] It is also within the scope of this invention to use ionizing activators, neutral or ionic, or compounds such as
tri{n-butyl)ammonium tetrakis(pentaflurophenyl)boron, which ionize the neutral metallocene compound. Such ionizing

compounds may contain an active proton, or some other cation associated with but not coordinated or only loosely

coordinated to the remaining ion of the ionizing compound. Combinations of activators are also contemplated by the

Invention, for example, alumoxane and ionizing activators in combinations, see for example, WO 94/07928.

[0041] Descriptions of Ionic catalysts for coordination polymerization comprised of metallocene cations activated by
non-coordinating anions appear in the early work in EP-A-0 277 003, EP-A-0 277 004 and US patent 5,198,401 and
WO-A-92/00333 (incorporated herein by reference). These teach a prefen-ed method of preparation wherein metal-

locenes (bisCp and monoCp) are protonated by an anion precursor such that an alkyl/hydride group is abstracted from
a transition metal to make It both cationic and charge-balanced by the non-coordinating anion.

[0042] The term "noncoordinating anion" means an anion which either does not coordinate to said cation or which
is only weakly coordinated to said cation thereby remaining sufficiently labile to be displaced by a neutral Lewis base.

"Compatible" noncoordinating anions are those which are not degraded to neutrality when the initially fonned complex
decomposes. Further, the anion will not transfer an anionic substituent or fragment to the cation so as to cause it to

form a neutral four coordinate metallocenecompound and a neutral by-product from the anion. Noncoordinating anions

useful in accordance with this Invention are those which are compatible, stabilize the metallocene cation in the sense
of balancing its Ionic charge In a -»-1 state, yet retain sufficient lability to pennit displacement by an ethylenlcally or

acetylenteally unsaturated monomer during polymerization.

[0043] The use of ionizing Ionic compounds not containing an active proton but capable of producing the both the

active metallocene cation and an noncoordinating anion Is also known. See, EP-A-0 426 637 and EP-A- 0 573 403

8



EP0 958 314B1

(incorporated herein by reference). An additional method of making the ionic catalysts uses ionizing anion pre-cursors

which are Initially neutral Lewis acids but fomn the cation and anion upon ionizing reaction with the metallocene com-
pounds, for example the use of tris(pentafluorophenyl) boron. See EP-A-0 520 732 (incorporated herein by reference).

Ionic catalysts for addition polymerization can also be prepared by oxidation of the metal centers of transition metal

compounds by anion pre-cursors containing metallic oxidizing groups along with the anion groups, see EP-A-0 495
375 (Incorporated herein by reference).

[0044] Where the metal ligands include halogen moieties (for example, bis-cyclopentadienyl zirconium dichloride)

which are not capable of ionizing abstraction under standard conditions, they can be converted via known alkylation

reactions with organometallic compounds such as lithium or aluminum hydrides or alkyls, alkylalumoxanes, Grignard

reagents, etc. See EP-A-0 500 944 and EP-A1-0 570 982 (incorporated herein by reference) for in situ processes

describing the reaction of alkyi aluminum compounds with dihalo-substituted metallocene compounds prior to or with

the addition of activating anionic compounds.

Support Materials

15

[0045] The metallocenes described herein are preferably supported using a porous particulate material, such as for

example, talc, inorganic oxides, inorganic chlorides and resinous materials such as polyolefin or polymeric compounds.
[0046] The most preferred support materials are porous inorganic oxide materials, whteh include those from the

Periodic Table of Elements of Groups 2. 3, 4, 5, 13 or 14 metal oxides. Silica, alumina, silica-alumina, and mixtures
20 thereof are particularly preferred. Other inorganic oxides that may be employed either alone or In combination with the

silica, alumina or silica-alumina are magnesia, titania, zirconia, and the like.

[0047] Preferably the support material is porous silica which has a surface area in the range of from about 10 to

about 700 m2/g, a total pore volume In the range of from about 0.1 to about 4.0 cc/g and an average particle size In

the range of from about 1 0 to about 500 |xm. More preferably, the surface area is In the range of from about 50 to about
25 500 m2/g, the pore volume is in the range of from about 0.5 to about 3.5 cc/g and the average particle size is in the

range of from about 20 to about 200 ^m. Most preferably the surface area is in the range of from about 100 to about

400 m^/g, the pore volume is in the range of from about 0.8 to about 3.0 cc/g and the average particle size is in the

range of from about 30 to about 100 ^m. The average pore size of typical porous support materials is in the range of

from about 1 0 to about 1 0OOA. Preferably, a support material is used that has an average pore diameter of from about
30 50 to about 500A, and most preferably from about 75 to about 350A. It may be particularly desirable to dehydrate the

silica at a temperature of from about 1 00°C to about 800°C anywhere from about 3 to about 24 hours.

[0046] The metallocenes. activator and support material may be combined In any number of ways. Suitable support

techniques are described in U. S Patent Nos. 4,808.561 and 4,701 .432 (each fully incorporated herein by reference.).

Preferably the metallocenes and activator are combined and their reaction product supported on the porous support
35 material as described in U. S. Patent No. 5,240,894 and WO 94/ 28034, WO 96/00243, and WO 96/00245 (each fully

incorporated herein by reference.) Alternatively, the metallocenes may be preactrvated separately and then combined
with the support material either separately or together. If the metallocenes are separately supported, then preferably,

they are dried then combined as a powder before use in polymerization.

[0049] Regardless of whether the metallocene and activator are separately precontacted or whether the metallocene
40 and activator are combined at once, the total volume of reaction solution applied to porous support is preferably less

than about 4 times the total pore volume of the porous support, more preferably less than about 3 times the total pore

volume of the porous support and even more preferably in the range of from more than about 1 to less than about 2.5

times the total pore volume of the porous support. Procedures for measuring the total pore volume of porous support

are well known In the art. The prefenred method Is described in Volume 1 ,
Experimental Methods in Catalyst Research,

45 Academic Press. 1968, pages 67-96.

[0050] Methods of supporting Ionic catalysts comprising metallocene cations and noncoordlnating anions are de-

scribed in WO 91/09882, WO 94/03506, WO 96/0431 9 and U.S. patent 5,643,847 (incorporated herein by reference).

The methods generally comprise either physical adsorption on traditional polymeric or inorganic supports that have

been largely dehydrated and dehydroxylated, or using neutral anion precursors that are sufficiently strong Lewis acids
so to activate retained hydroxy groups in silica containing inorganic oxide supports such that the Lewis acid becomes

covalently bound and the hydrogen of the hydroxy group is available to protonate the metallocene compounds.

[0051] The supported catalyst system may be used directly in polymerization or the catalyst system may be prepo-

lymerized using methods well known in the art. For details regarding prepolymerization, see United States Patent Nos.

4,923,833 and 4,921 ,825, EP 0 279 863 and EP 0 354 893 each of which is fully incorporated herein by reference.

55

Polymerization Processes

[0052] The branched polyolefin of the present invention may be produced using the catalysts described above In

9
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any process including gas, slurry or solution phase or high pressure autoclave processes. (As used herein, unless

differentiated, "polymerization" includes copolynnerization and "monomer" includes comonomer.) Additionally, combi-

nations of the above reactor types in multiple, series reactors and/or multiple reaction conditions and/or multiple catalyst

configurations are explicitly intended. Preferably, a gas or slurry phase process is used, most preferably a bulk liquid

5 propylene polymerization process is used.

[0053] In the preferred embodiment, this invention is directed toward the buik liquid polymerization and copolymer-

ization of propylene in a slurry or gas phase polymerization process, particulariy a slurry polymerization process. An-

otherembodiment involves copolymerizatlon reactions of propylene with one or more comonomers. Such comonomers
include alpha-olefin monomers having from 4 to 20 carbon atoms, preferably 4-12 carbon atoms, for example alpha-

10 olefin comonomers of ethylene, butene-1
,
pentene-1

,
4-methylpentene-1 , hexene-1 , octene-1 , decene-1 . Other suit-

able comonomers include gemlnally disubstituted monomers, C5-C25 cyclic olefins such as cyclopentene or nor-

bornene, styrenic olefins such as styrene, and lower carbon number (Cs-Cg) alkyi substituted analogs of the cyclic and
styrenic olefins. In addition, comonomers such as polar vinyl, diolefins such as dienes, for example, 1 ,3-butadiene,

1,4-hexadiene, norbornadiene or vinylnorbornene, acetylene and aldehyde monomers are suitable.

15 [0054] Typically in a gas phase polymerization process a continuous cycle is employed wherein one part of the cycle

of a reactor, a cycling gas stream, otherwise known as a recycle stream or fluidizing medium, is heated in the reactor

by the heat of polymerization. The recycle stream usually contains one or more monomers continuously cycled through

a fluidized bed in the presence of a catalyst under reactive conditions. This heat is removed in another part of the cycle

by a cooling system external to the reactor. The recycle stream is withdrawn from the fluidized bed and recycled back
20 Into the reactor. Simultaneously, polymer product is withdrawn from the reactor and new or fresh monomer is added

to replace the polymerized monomer. (See for example U.S. Patent Nos. 4,543,399; 4,588,790; 5,028,670; 5,352,749;

5,405,922, and 5,436,304 all of which are fully incorporated herein by reference.)

[0055] A slurry polymerization process generally uses pressures in the range of from about 1 to about 500 atmos-

pheres or even greater and temperatures In the range of from -60**C to about 280'C. In a slurry polymerization, a

25 suspension of solid, particulate polymer is formed in a liquid or supercritical polymerization medium to which propylene

and comonomers and often hydrogen along with catalyst are added. The liquid employed in the polymerization medium
can be, for example, an alkane or a cycloalkane. The medium employed should be liquid under the conditions of

polymerization and relatively inert such as hexane and isobutane. In the preferred embodiment, propylene serves as

the polymerization diluent and the polymerization is carried out using a pressure of from about 200 kPa to about 7,000
30 kPa at a temperature in the range of from about 50*^0 to about 120**C.

[0056] The periods of time for each stage will depend upon the catalyst system , comonomer and reaction conditions.

In general, propylene should be homopolymerized for a time period suffk;ient to yield a composition having from about

10 to about 90 weight percent homopolymer based on the total weight of the polymer, preferably from about 20 to

about 80 weight percent, even more preferably from about 30 to about 70 homopolymer weight percent based on the

35 total weight of the polymer.

[0057] The above-described temperatures, reaction times and other conditions are considered suitable polypropyl-

ene polymerization conditions for the purposes of this invention.

[0058] The polymerization may be conducted in batch or continuous mode and the entire polymerization may take

place in one reactor or, preferably, the polymerization may be carried out in a series of reactors. If reactors in series

40 are used, then the comonomer may be added to any reactor in the series, however, preferably, the comonomer is

added to the second or subsequent reactor.

[0059] Hydrogen may be added to the polymerization system as a molecular weight regulator in the first and/or

subsequent reactors depending upon the particular properties of the product desired and the specific metallocenes

used. When metallocenes having different hydrogen responses are used, the addition of hydrogen will affect the mo-
45 lecular weight distribution of the polymer product accordingly. A preferred product form Is to have the comonomer be

present in the high molecular weight species of the total polymer composition to provide a favorable balance of good
film stretchability without breaking, coupled with low extractables, low haze and good moisture barrier in the film. Ac-

cordingly in this prefen^ed case, the same or lower levels of hydrogen are utilized during copolymerizatlon as were
used during polymerization in the second or subsequent reactor.

50 [0060] For both polyethylene macromer product and branched potyolefin preparation, it is known that many methods
and permutations of the ordering of addition of macromer and monomer species to the reactor are possible, some
more advantageous than others. For example, it is widely known in the art that preactivation of the metallocene with

alumoxane before addition to a continuous solution-phase reactor yields higher activities than continuous addition of

metallocene and activator in two separate streams. Furthemnore, it may be advantageous to control precontacting time
S5 to maximize catalyst effectiveness, e.g., avoiding excessive aging of the activated catalyst composition.

[0061] It is preferable to use the polyethylene macromers such that they are promptly functionaiized orcopotymerlzed

after being prepared. The highly reactive vinyl groups appear to be susceptible to by-product reactions with adventitious

impurities and, even, dimerization or addition reactions with other unsaturated group-containing polymeric chains. Thus

10
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maintaining in a cooled, inert environment after preparation and prompt subsequent use will optimize the effectiveness

of the use of the polyethylene macromer product. A continuous process utilizing series reactors, or parallel reactors

will thus be effective, the polyethylene macromer product being prepared in one and continuously introduced into the

other.

5

INDUSTRIAL UTILITY

[0062] The branched polyolefin polymers of the present Invention exhibit improved melt strength and shear thinning

characteristics to standard propylene copolymers. This results in improved processability of the polymers, e.g. in-

10 creased shear thinning and high output for a constant energy input. These characteristics will result In Improved

processing in blow molding and thermoforming operations. For example, in thermofomriing operations sag will be de-

creased and power consumption will be lowered in the extmders.

[0063] In order that the Invention may be more readily understood, reference is made to the following examples,

which are intended to illustrate the invention but not to limit the scope thereof.

15

EXAMPLES

General

20 [0064] All polymerizations were performed In a 2-llter Zipperclave reactor equipped with a water jacket for temper-

ature control. Liquids were measured Into the reactor using calibrated sight glasses. High purity (>99.5%) toluene was
purified by passing first through basic alumina activated at high temperature In nitrogen, followed by molecular sieve

activated at high temperature In nitrogen. Polymerization grade ethylene was supplied directly in a nitrogen-jacketed

line and used without further purification. Propylene was purified by passing through activated basic alumina and mo-
25 lecular sieves. Methylalumoxane (MAO, 1 0% in toluene) was received from Albemarle Inc. In stainless steel cylinders,

divided into 1 -liter glass containers, and stored in a laboratory glove-box at ambient temperature.

[0065] For the polymer synthesis, propylene was measured into the reactor through a calibrated container. To ensure

the reaction medium was well-mixed, a flat-paddle stirrer rotating at 750 rpm was used.

30 Reactor Preparation

[0066] The reactor was first, cleaned by heating to 150 ^'C in toluene to dissolve any polymer residues, then cooled

and drained. Next, the reactorwas heated using jacket water at 11 0 °C and the reactor was purged with flowing nitrogen

for a period of -30 minutes. Before reaction, the reactor was further purged using 3 nitrogen pressurizeA^ent cycles

35 (to 1 00 psi). The cycling served two purposes: (1) to thoroughly penetrate all dead ends such as pressure gauges to

purge fugitive contaminants and (2) to pressure test the reactor.

Catalysts

40 [0067] All catalyst preparations were perfonned in an inert atmosphere with <1.5 ppm H2O content. The catalyst

system used in the synthesis of macromer was Cp2ZrCl2 activated with MAO. The catalyst systems used in the syn-

thesis of branched olefin copolymer were dimethylsilyl bis(indenyl)hafnium dimethyl and dimethylsilyl bis(2-methyl in-

denyl) zirconium dichloride. The dimethylsilyl bis(indenyt)hafhlum dimethyl was activated with [DMAH]-^ [(C6F5)4 B]'.

The dimethylsilyl bls(2-methyl indenyl) zirconium dtehloride was activated with MAO. To maximize solubility of the

metallocene, toluene was used as a solvent. The catalyst was added to a stainless steel tube by pipette and transferred

to the reactor.

Macromer synthesis - General:

so [0068] Ethylene was added to the reactor as needed to maintain total system pressure at the reported levels (semi-

batch operation). Ethylene flow rate was monitored using a Matheson mass flow meter (model number 8272-0424).

To ensure the reaction medium was well-mixed, a flat-paddle stirrer rotating at 750 rpm was used.

Example 1

55

[0069] The reactor was simultaneously purged of nitrogen and pressure tested using two ethylene fill/purge cycles

(to 300 psig). Then, the reactor pressure was raised to -40 psi to maintain positive reactor pressure during setup

operations. Jacket water temperature was set to 120**C and 1200 milliliters of toluene were added to the reactor. The

11
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stirrer was set to 750 rpm. Additional ethylene was added to maintain a positive reactor gauge pressure as gas phase
ethylene was absorbed into solution. The system was allowed to reach a steady temperature. The ethylene pressure

regulator was next set to 40 psig and ethylene was added to the system until a steady state was achieved as measured
by zero ethylene uptake. The reactor was isolated and a pulse of toluene pressurized to 300 psig was used to force

5 the catalyst solution from the addition tube into the reactor. The ethylene supply manifold was immediately opened to

the reactor in order to maintain a constant reactor pressure as ethylene was consumed by reaction.

[0070] After 60 minutes of reaction, the reactor was isolated, cooled to room temperature and methanol was added
to precipitate the macromer product. The yield was 48 g. The polymer product had an Mn of 7,500 and a vinyl end
group percentage of 73.

10

Example 2

[0071] The reactor was simultaneously purged of nitrogen and pressure tested using two ethylene fill/purge cycles

(to 300 psig). Then, the reactor pressure was raised to -40 psi to maintain positive reactor pressure during setup
f5 operations. Jacket water temperature was set to 120**C and 1200 milliliters of toluene were added to the reactor. The

stirrer was set to 750 rpm. Additional ethylene was added to maintain a positive reactor gauge pressure as gas phase
ethylene was absorbed Into solution. The system was allowed to reach a steady temperature. The ethylene pressure

regulator was next set to 40 psig and ethylene was added to the system until a steady state was achieved as measured
by zero ethylene uptake. The reactor was isolated and a pulse of toluene pressurized to 300 psig was used to force

20 the catalyst solution from the addition tube into the reactor. The ethylene supply manifold was immediately opened to

the reactor in order to maintain a constant reactor pressure as ethylene was consumed by reaction.

[0072] After 20 minutes of reaction, the reactor was isolated, cooled to room temperature and methanol was added
to precipitate the macromer product. The yield was 23.3 g. The polymer product had an Mn of 4,300 and a vinyl end
group percentage of 73.

25

Example 3

[0073] A 2-liter reactor was charged with toluene (1 L), propylene (150 mL), 10 g of the polyethylene macromer from
Example 1 andTriisobutylaluminum (2.0 mL of 1 M solution in toluene). The reactorwas heated to 90°C and equilibrated

30 for 5 min. Then 2 mg of dimethylsilyl bis(indenyl)hafnium dimethyl and 6 mg of [DMAHJ+ [(C6F5)4 B]- in 5 mL of toluene

were injected using a catalyst tube. After 1 5 min, the reactorwas cooled to 25''C and vented. The polymerwas collected

by filtration and dried in air for 12 hours. Yield: 40 g.

Example 4
35

[0074] A 2-liter autoclave reactor was charged with toluene (1 L), propylene (150 mL), 10 g of the polyethylene

macromer from Example 1 and Triisobutylaluminum (2.0 mL of 1M solution in toluene). The reactor was heated to

go^C and equilibrated for 5 min. Then 2 mg of dimethylsilyl bis(2-methyl indenyl) zirconium dichloride activated In 5

mL of toluene and 1 mL of MAO (10wt% in toluene) was injected using a catalyst tube. After 15 min, the reactor was
40 cooled to 25°C and vented. The polymer was collected by filtration and dried in air for 1 2 hours.

Yield: 40 g.

Example 5

45 [0075] A 2-liter autoclave reactor was charged with toluene (1 L), propylene (150 mL), 10 g of the polyethylene

macromer from Example 2 and Triisobutylaluminum (2.0 mL of 1 M solution in toluene). The reactor was heated to

SO^'C and equilibrated for 5 min. Then 2 mg of dimethylsilyl bis(2-methyl indenyl) zirconium dichloride activated in 5
mL of toluene and 1 mL of MAO (1 Owt% in toluene) was injected using a catalyst tube. After 15 min, the reactor was
cooled to 25^0 and vented. The polymer was collected by filtration and dried in air for 12 hours.

50 Yield: 53 g.

Example 6

[0076] A 2-liter autoclave reactor was charged with toluene (1 L), propylene (150 mL), 5 g of the polyethylene mac-
55 romer from Example 2 and Triisobutylaluminum (2.0 mL of 1M solution in toluene). The reactor was heated to 50''C

and equilibrated for 5 min. Then 2 mg of dimethylsilyl bis(2-methyl indenyl) zirconium dichloride activated in 5 mL of

toluene and 1 mL of MAO (10wt% in toluene) was injected using a catalyst tube. After 15 min, the reactorwas cooled

to 25*^0 and vented. The polymer was collected by filtration and dried in air for 12 hours.

12
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Yield: 51 g.

Comparative Example 7

[0077] A 2-Iiter reactor was charged with toluene (1 L), propylene (150 mL), and Triisobutylaluminum (2.0 mL of 1

M

solution In toluene). The reactor was heated to 50*'C and equilibrated for5 min. Then 2 mg of dimethylsllyl bls(2-methyl

indenyl) zirconium dichloride activated in 5 mL of toluene and 1 mL of MAO (10wt% In toluene) was injected using a
catalyst tube. After 15 min, the reactor was cooled to 25°C and vented. The polymer was collected by filtration and
dried in air for 12 hours. Yield: 63 g.

Product Characterization

30

35

50

55

[0078] Some general characterization data for the polymers made in the Examples 3-6 and Comparative Example
7 are listed In Table 1 . The polymer product samples were analyzed by gel permeation chromatography using a Waters
150C high temperature system equipped with a DRI Detector, Shodex AT-806MS column and operating at a system
temperature of 145°C. The solvent used was 1 ,2,4-trichlorobenzene, from which polymer sample solutions of 1 .5 mg/
ml concentration were prepared for injection. The total solvent flow rate was 1 ml/minute and the injection size was
300 microliters. After elutlon of the polymer samples, the resulting chromatograms were analyzed using the Waters
Expert Ease program to calculate the molecular weight distribution and one or more of and M2 averages.

[0079] The melting point of the polymer product samples was determined on a DSC 2910 Differential Scanning
Calorimeter (TA Instruments). The reported melting points were recorded at second melt with a temperature ramp of

10*'C/min. "Wt. % Cg" Indicates the percentage of polyethylene macromer (Cg) incorporated into the polymer samples
which was detenuined by Analytical Composition Distribution analysis.

Table 1

Physical Data Summary

Example Mw iVIWD Tm (**C) Wt. % C2

3 76,278 2.07 127 4

4 63,844 2.37 148 9

5 164,394 4.62 147 10

6 138,267 3.78 149 3

Comp.7 154,267 1.68 149 0

[0080] Additional analysis was conducted on the polymer produced in Example 4 to detemnine the amount of branch-

ing and branch distribution. Since the ethylene contents at various molecular weight regions can be readily determined
by FTIR, It is possible to quantify the incorporation of macromer and calculate LCB distribution. Shown in Figure 1 is

the GPC-FTIR analysis for the polymer made in Example 4. The dots indicate the ethylene content measured by FTIR
at different molecular weight along the GPC curve. Since the molecular weight (Mn) of the PE macromer is 7,500, the

ethylene content detected at high molecular region clearly indicates the incorporation ofmacromer in the PP backbones.
More importantly, it is possible to calculate the statistical LCB-distribution (also shown in Figure 1). Assuming that all

macromers have the equal probability of incorporation (all macromers are equally spaced along the PP backbones),

then, the number of long chain branches at certain molecular weight may be calculated according to the following

equation:

# of LCB/Chain = (MW of Polymer. DRI) (wt, fraction of PE)
(Mn of Macromer) (1 - wt. fraction of PE)

[0081] Figure 2 shows a complex viscosity vs. shear rate curve for the polymers produced in Example 5 and Com-
parative Example 7. Example 5 demonstrates a steeper curve than Comparative Example 7. A steeper curve correlates

to improved shear thinning perfonmance as the viscosity reduces more rapidly at high shear rates. Therefore, the

polymer product whbh was produced using macromers demonstrates improved processability over a polymer which
was produced without the use of macromers.

[0082] While certain representative embodiments and details have been shown for the purposes of illustrating the

invention, it will be apparent to those skilled in the art that various changes in the process and products disclosed

13
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herein may be made without departing from the scope of the invention, which is defined In the appended claims.

Claims
5

1. A polyolefin comprising a branched olefin copolymer having a crystalline polypropylene backbone, polyethylene

branches and, optionally, one or more comonomers present in said backbone, said branches, or both said back-
bone and said branches, wherein the total comonomer content of said branched olefin copolymer is from 0 to 20
mole percent, and further, wherein the mass ratio of said crystalline polypropylene to said polyethylene ranges

10 from 99.9:0.1 to 50:50.

2. The polyolefin of claim 1 wherein the crystalline polypropylene is isotactic polypropylene.

3. The polyolefin of claim 1 wherein no comonomers are present in either said backbone or said branches.
15

4. The polyolefin of claim 1 wherein one or more comonomers are present in said backbone.

5. The polyolefin of claim 4 wherein said one or more comonomers are selected from the group consisting of ethylene,

C4 - C20 a-olefin s. gemlnally disubstituted monomers, C5 - C25 cyclic olefins, C5 - C25 styrenic olefins, and lower
^ carbon number (C3 - Cg) alkyi substituted analogs of the cyclic and styrenic olefins.

6. The polyolefin of claim 1 wherein one or more comonomers are present in said branches.

7. The polyolefin of claim 6 wherein said one or more comonomers are selected from the group consisting of C3 -

^5 C20 a-olefins, geminally disubstituted monomers, C5 - C25 cyclic olefins, C5 - C25 styrenic olefins, and lower carbon
number {C2 - Cq) alkyI substituted analogs of the cyclic and styrenk: olefins.

8. The polyolefin of claim 1 wherein said one or more comonomers comprise from 3 to 20 mole percent of said

branched olefin copolymer.
30

9. The polyolefin of claim 8 wherein said one or more comonomers comprise from 5 to 1 7 mole percent of said

branched olefin copolymer.

10. The polyolefin of claim 1 wherein the mass ratio of said crystalline polypropylene to said polyethylene ranges from
35 95:5 to 50:50.

11. The polyolefin of claim 1 prepared by the process comprising:

a) copolymerizing ethylene, optionally with one or more copolymerizable monomers, in a polymerization re-

^0 action under conditions sufficient to form copolymer having greater than 40% chain end-group unsaturation;

b) copolymerizing the product of a) with propylene and, optionally, one or more copolymerizable monomers,
in a polymerization reactor under suitable polypropylene polymerization conditions using a chiral, stereorigid

transition metal catalyst capable of producing crystalline polypropylene; and
c) recovering said branched olefin copolymer.

45

12. The polyolefin of claim 11 wherein step a) is conducted by a solution process In which said ethylene and one or

more copolymerizable monomers are contacted with a transition metal olefin polymerization catalyst activated by
an alumoxane cocatalyst, the mole ratio of aluminum to transition metal being less than 220:1

.

50 13. The polyolefin of claim 11 wherein step b) is conducted In a separate reaction by solution, slurry or gas phase
polymerization.

14. The polyolefin of claim 11 wherein said chiral, stereorigid transition metal catalyst compound in step b) is activated

by an alumoxane cocatalyst or non-coordinating anion precursor.

15. A process for preparing a branched olefin copolymer comprising:

a) copolymerizing ethylene, optionally with one or more copolymerizable monomers, is a polymerization re-

55
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action under conditions sufficient to form copolymer having greater than 40% chain end-group unsaturation;

b) copotynnerizing the product of a) with propylene and, optionally, one or more copolymehzable monomers,
in a polymerization reactor under suitable polypropylene polymerization conditions using a chlral, stereorigid

transition metal catalyst capable of producing crystalline polypropylene; and
s c) recovering said branched olefin copolymer.

16. The process of claim 15 wherein step a) is conducted by a solution process In which said ethylene and one or

more copotymerizable monomers are contacted with a transition metal olefin polymerization catalyst activated by

an alumoxane cocatalyst, the mole ratio of aluminum to transition metal being less than 220:1

.

10

17. The process of claim 15 wherein step b) Is conducted in a separate reaction by solution, slurry or gas phase
polymerization,

18. The process of claim 15 wherein said chlral, stereorigid transition metal catalyst compound in step b) is activated

IS by an alumoxane cocatalyst or non-coordinating anion precursor.

Revendieations

20 1. Polyol^fine comprenant un copolymere olefinique ramifid ayant un squelette polypropylene cristallin, des ramifi-

cations polyethylene et, facultativement, un ou plusieurs comonomdres presents dans ledit squelette, dans lesdites

ramifications, ou bien k la fois dans ledit squelette et lesdites ramifications, dans laquelle la teneur totale en co-

monom^res dudit copolymdre olefinique ramifie est comprise dans I'lntervalle de 0 e 20 % en moles, et en outre

dans laquelle ie rapport en masse dudit polypropylene cristallin audit polyethylene estcompris dans Tintervalie de
25 99.9:0,1 ^ 50:50.

2. Polyolefine sulvant la revendication 1 , dans laquelle Ie polypropylene cristallin consiste en polypropylene isotac-

tique.

30 3. Polyolefine sulvant la revendication 1 , dans laquelle aucun comonomere n'est present dans ledit squelette ou

lesdites ramifications.

4. Polyolefine sulvant la revendication 1 , dans laquelle un ou plusieurs comonomeres sont presents dans ledit sque-

lette.

35

5. Polyolefine sulvant la revendication 4, dans laquelle ledit ou lesdits comonomeres sont cholsis dans Ie groupe

consistant en I'ethylene, des a-oiefines en C4 k C20. des monomeres disubstitues de maniere gemlnee, des olefines

cycliques en C5 a des oietines styreniques en C5 e C25 et des analogues, a substltuants alkyle en a Cg,

ayant de plus petits nombres d'atomes de caribone, des oiefines cycliques et styreniques.

40

6. Polyolefine sulvant la revendication 1 , dans laquelle un ou plusieurs comonomeres sont presents dans lesdites

ramifications.

7. Polyolefine sulvant la revendication 6, dans laquelle ledit ou lesdits comonomeres sont cholsis dans Ie groupe
^ consistant en des a-oiefines en C3 e C2o> des monomeres disubstitues de maniere geminee, des defines cycliques

en C5 e C25, des defines styreniques en C5 k C25 et des analogues, k substltuants alkyle en C3 k Cg, ayant de
plus petits nombres d'atomes de carbone, des defines cycliques et styreniques.

8. Polyolefine suivant la revendication 1 , dans laquelle ledit ou lesdits comonomeres representent 3 ^ 20% en moles
50 dudit copolymere olefinique ramifie.

9. Polyolefine suivant la revendication 8, dans laquelle ledit ou lesdits comonomeres representent 5 e 1 7% en moles
dudit copolymere olefinique ramifie.

S5 10. Polyolefine suivant la revendication 1 , dans laquelle Ie rapport en masse dudit polypropylene cristallin audit poly-

ethylene est comprls dans I'intervalle de 95:5 k 50:50.

11. Polyolefine suivant la revendication 1 ,
preparee par Ie precede comprenant les etapes consistant

:

15
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a) ^ copolymdriser de I'dthyldne, facultativement avec un ou plusieurs monom^res copolym^risables, dans
une reaction de polymerisation dans des conditions suffisantes pour former un copotym^re ayant plus de 40
% d'insaturation de groupes terminaux de chaTne

;

b) k copolym6riser le produit de a) avec du propylene et, facultativement, un ou plusieurs monomferes copo-
5 Iym6rlsables, dans un reacteur de polymerisation dans des conditions convenables de polymerisation du po-

lypropylene en utillsant un catalyseur h base de metal de transition stereorigide chiral capable de produire du

polypropylene cristallln ; et

0) k recueillir ledit copolym^re ol6flnique ramtfie.

10 12. Polyoieflne suivant la revendlcatlon 11, dans laquelle I'^tape a) est mise en oeuvre par un proc6d6 en solution

dans lequel ledit 6thyl6ne et un ou plusieurs monomferes copolym6risabIes sont mis en contact avec un catalyseur

k base de m6tal de transition pour la polymerisation d'ol^fines, active par un cocatalyseur du type alumoxane, le

rapport molaire de Taluminium au metal de transition etant inf^rleur k 220:1

.

15 13. Polyoieflne suivant la revendlcatlon 11 , dans laquelle I'dtape b) est mise en oeuvre dans une reaction distincte par

polymerisation en solution, en suspension ou en phase gazeuse.

14. Polyoiefine suivant la revendlcatlon 11 , dans laquelle le compose servant de catalyseur k base de metal de tran-

sition stereorigide chiral dans retape b) est active par un cocatalyseur du type alumoxane ou un precurseur anio-

^ nique non coordinant

15. Procede pour la preparation d'un copolymere oiefinique ramifie, comprenant les etapes consistant

:

a) k copotymeriser de rethylfene, facultativement avec un ou plusieurs monomeres copolymerisables, dans
2s une reaction de polymerisation dans des conditions suffisantes pour fonner un copolymere ayant plus de 40

% d'insaturation de groupes temriinaux de chaTne ;

b) a copolymeriser le produit de a) avec du propylene et, facultativement, un ou plusieurs monomeres copo-

lymerisables, dans un reacteur de polymerisation dans des conditions convenables de polymerisation du po-

lypropylene en utillsant un catalyseur k base de metal de transition stereorigide chiral capable de produire du
30 polypropylene cristallln ; et

c) k recueillir ledit copolymere oiefinique ramifie.

16. Precede suivant la revendlcatlon 15, dans lequel retape a) est mise en oeuvre par un precede en solution dans
lequel ledit ethylene et un ou plusieurs monomeres copolymerisables sont mis en contact avec un catalyseur k

35 base de metal de transition pour la polymerisation d'oiefines active par un cocatalyseur du type alumoxane, le

rapport molaire de I'aluminium au metal de transition 6tant inf6rieur k 220:1

.

17. Precede suivant la revendlcatlon 15, dans lequel retape b) est mise en oeuvre dans une reaction distincte par

polymerisation en solution, en suspension ou en phase gazeuse.
40

18. Precede suivant la revendlcatlon 15, dans lequel ledit compose servant de catalyseur e base de metal de transition

stereorigide chiral dans retape b) est active par un cocatalyseur du type alumoxane ou un precurseur anionique

non coordinant.

45

PatentansprUche

1. Polyolefin, das verzwelgtes Olefincopolymermitkristallinem Polypropylengnjndgemst, Polyethylenverzweigungen

und gegebenenfalls einem Oder mehreren Comonomeren umfasst, die in dem Grundgerust, den Verzweigungen
50 Oder sowohl in dem Grundgerust als auch in den Verzweigungen vorhanden sind, wobei der gesamte Comono-

mergehalt des verzweigten Olefincopolymers 0 bis 20 Mol.% betragt und ferner das Massenverhaltnis von dem
kristallinen Polypropylen zu dem Polyethylen im Bereich von 99,9:0,1 bis 50:50 betragt.

55

2. Polyolefin nach Anspruch 1 , bei dem das kristalline Polypropylen isotaktlsches Polypropylen 1st.

3. Polyolefin nach Anspruch 1 , bei dem in dem Grundgerust oder den Verzweigungen kelne Comonomere vorhanden
sind.

16
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4. Polyolefin nach Anspruch 1 , bei dem in dem Grundgerust eln Oder mehrere Comonomere vorhanden ist bzw. sind.

5. Polyolefin nach Anspruch 4, bei dem ein oder mehrere Comonomere aus der Gruppe bestehend aus Ethylen, C4-

bis C2o-cx-Olefinen, geminal disubstituierten Monomeren, cyclischen C5- bis Cgs-Olefinen, styrolischen C5- bis C25-

5 Olefinen und mit AlkyI mit niederer Kohlenstoffzahi (C3 bis Cg) substltulerten Analoga der cyclischen und styroli-

schen Olefine ausgewahit sind.

6. Polyolefin nach Anspruch 1 , bei dem in den Verzweigungen ein oder mehrere Comonomere vorhanden ist bzw.

sind.

10

7. Polyolefin nach Anspruch 6, bei dem das eine oder die mehreren Comonomere ausgewahit ist bzw. sind aus der

Gruppe bestehend aus C3- bis CgQ-a-Olefinen, geminal disubstituierten Monomeren, cyclischen C5- bis C25-Ole-

finen, styrolischen C5- bis Cgs-Olefinen und mit AlkyI mit niederer Kohlenstoffzahi (C3 bis C3) substltulerten Analoga
der cyclischen und styrolischen Olefine.

15

8. Polyolefin nach Anspruch 1 , bei dem das eIne oder die mehreren Comonomere 3 bis 20 Mol.% des verzweigten

Olefincopolymers umfasst bzw. umfassen.

9. Polyolefin nach Anspruch 8, bei dem das eine oder die mehreren Comonomere 5 bis 17 Mol.% des verzweigten
20 Olefincopolymers umfasst bzw. umfassen.

10. Polyolefin nach Anspruch 1 , bei dem das Massenverhaltnis des kristallinen Polypropylens zu dem Polyethylen im

Bereich von 95:5 bis 50:50 liegt.

25 11. Polyolefin nach Anspruch 1 , das hergestellt ist nach dem Verfahren, das umfasst:

a) Copolymerisieren von Ethylen, gegebenenfalls miteinem oder mehreren copolymerisierbaren Monomeren,
in einer Polymerisationsreaktion unter Bedingungen, die ausreichend sind, um Copolymer mit mehr als 40 %
Kettenendgruppenungesattigtheit zu bilden;

30 b) Copolymerisieren des Produkts von a) mrt Propylen und gegebenenfalls einem oder mehreren copolyme-

risierbaren Monomeren in einem Polymerisationsreaktor unter geeigneten Polypropylenpolymerisatlonsbe-

dingungen unter Verwendung eines chiralen, stereostarren Ubergangsmetallkatalysators, der in der Lage ist,

kristallines Potypropylen zu produzieren, und
c) Gewinnen des verzweigten Olefincopolymers.

35

12. Polyolefin nach Anspruch 11, bei dem Stufe a) nach einem Losungsverfahren durchgefuhrt wird, bei dem das

Ethylen und ein oder mehrere copolymerisierbaren Monomere mit Ubergangsmetall-Olefinpolymerisationskataly-

sator kontaktlert werden, der durch Alumoxan-Cokatalysator aktiviert ist, wobei das Molverhaltnis von Aluminium

zu Obergangsmetall kieiner als 220:1 ist.

40

13. Polyolefin nach Anspruch 11, bei dem Stufe b) in einer separaten Reaktion durch Losungs-, AufschlSmmungs-
oder Gasphasenpolymerisation durchgefuhrt wird.

14. Polyolefin nach Anspruch 11, bei dem die chirale, stereostarre Ubergangsmetallkatalysatorkomponente in Stufe

^ b) durch Alumoxancokatalysator Oder nicht-koordlnierenden Anionvoriaufer aktiviert wird.

15. Verfahren zur Herstellung von verzweigtem Olefincopolymer, umfassend:

a) Copolymerisieren von Ethylen, gegebenenfalls mit einem oder mehreren copolymerisierbaren Monomeren,
so in einer Polymerisationsreaktion unter ausretohenden Bedingungen. um Copolymer mit mehr als 40 % Kette-

nendgruppenungesattigtheit zu bilden;

b) Copolymerisieren des Produkts von a) mit Propylen und gegebenenfalls einem oder mehreren copolyme-

risierbaren Monomeren in einem Polymerisationsreaktor unter geeigneten Polypropylenpolymerisationsbe-

dingungen unter Verwendung eines chiralen, stereostarren Ubergangsmetallkatalysators, der in der Lage ist,

S5 kristallines Polypropylen zu produzieren, und

c) Gewinnen des verzweigten Olefincopolymers.

16. Verfahren nach Anspruch 15, bei dem Stufe a) nach einem Losungsverfahren durchgefOhrt wird. bei dem das

17
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Ethylen und ein oder mehrere copolymerisierbaren Monomere mit Ubergangsmetall-Olefinpotymerisationskataiy-

sator kontaktiert werden, der durch Atumoxan-Cokatalysator aktiviert ist, wobei das Molverhattnis von Aluminium

zu Ubergangsmetall kleinerals 220:1 ist.

5 17. Verfahren nacli Anspruch 15, bei dem Stufe b) in einer separaten Reaktion durch Losungs-, Aufschlammungs-

oder Gaspliasenpolymerlsation durchgefuhrt wird.

18. Polyolefin nach Anspruch 15, bei dem die chirale, stereostarre Ubergangsmetaltkataiysatorverbindung in Stufe b)

durch Alumoxancokatalysator Oder nicht-koordlnierenden Anionvorldufer aktiviert wird.

10
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